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PEEL PLY 
 
 
Technical Specifications:  
 

Feature Unit Value Test 
Standart/Method 

Construction - Plain weave with red strips - 

Composition - Warp:PA6; Weft:PA6 TL-159 

Treatment - Wash and heat set - 

Areal weight g/m² 80 ± 5% ISO 3801 

Warp density Pcs/cm 18 EN 1049-2 

Weft density Pcs/cm 13 EN 1049-2 

Yarn number dtex Warp:235 Weft:235 EN ISO 2060 

Purity % <0,5 ASTM D2257 
Thickness mm 0,15 +/-0,02 EN ISO 5084 
Tensile strength N/cm Warp: >200 , Weft: >150 EN ISO 13934-1 
Bond strength (over epoxy 
laminate) 

N/5 cm Warp: <35, Weft: <35 DIN 54310 

Application 
temperature 

ºC Up to 180 - 
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